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CARTA DIRECT DYES LIQUID AND POWDER - CATIONIC LIQUID DYES

Light Fastness
Tested in accordance with ISO 105-B02, and assessed using 1-5 blue scale standard
(1: poor light fastness; 5: excellent light fastness).

Chemical Agents Fastness
Coloured paper is stained with an aqueous solution with contains chemicals.
The hue change is considered after drying.
The evaluation is made by comparison with the Grey scale ISO 105-A02 (1: significant 
chage; 5: no change).

Backwater Coloration
The quantity of dye in backwaters is determined by comparing the backwater with 
distilled water (1: highly coloured backwater; 5: clear backwater).

Bleachability
•	 OXIDATIVE: 

The sodium hypochlorite is added to the pulp and the mixture is put into a closed 
case, heated at 40°C and shaked for 30 minutes. To determine the loss of color, 
after the production and the drying of the sheet a comparison is made against a 
sample of untreated paper.

•	 REDUCTIVE: 
Pulp is put in a case heated at 50°C with 2% of sodium hydrosulphite and shaked 
for 30 minutes. To determine the loss of color, after the production and the drying 
of the sheet a comparison is made against a sample of untreated paper. Graded 
as follows: 5 unbleached to 1 completely bleached.

CIELAB coordinates
The coordinates refer to dyeing at 1,5% - 2%.



Yellow Carta 4G Liq

Yellow Carta GL

Yellow Carta G

Yellow Carta R

Yellow Carta R Liq



Orange Carta GL Liq

Scarlet Carta BS

Scarlet Carta 2G Liq

Red Carta BN Liq

Red Carta 2B



Violet Carta 2B Liq

Turkish Carta R

Blue Carta G Liq

Blue Carta BR

Blue Carta BN

Black Carta G



Yellow Brillance Liq

Red Brick Liq

Red Fuxia Liq

Violet Dark Liq

Blue Victoria Liq

Green Malachite Liq
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Yellow Carta 4G Liq 4 5 2 1/2 4 4 96,9 -8,2 86,9 87,3 95,4 - 8/9

Yellow Carta GL 3 4/5 1/2 5 5 5 85,2 5,9 76,9 79,3 86 6 8/9

Yellow Carta G 3 4/5 2 4 3 5 82,5 21,9 80,5 83,4 67,6 3 10

Yellow Carta R 3 5 3/4 3 3 5 77 21,2 68,1 71,8 72,8 10 7/8

Yellow Carta R Liq 3 5 3/4 3 3 5 87,7 15,2 61,5 63,4 76,1 - 7/9

Orange Carta GL Liq 4/5 5 4 2 3 4 82,5 24,3 54,9 60 66,2 - 8/9

Scarlet Carta BS 2/3 5 5 3 4 4/5 50,3 50,3 21,9 54,9 23,5 10 6/10

Scarlet Carta 2G Liq 2 5 3 2 3/4 4/5 71,7 48,7 13,6 50,5 15,6 - 8/9

Red Carta BN Liq 3 4/5 2 2 3 4 57,3 52,5 6,8 52,9 7,4 - 8/10

Red Carta 2B 3 4/5 3 3/4 2/3 3/4 49,1 48,3 10,3 49,9 12,2 15 10/11

Violet Carta 2B Liq 2/3 5 2 2/3 5 5 50,7 27,9 -34,4 44,3 309 - 9/10

Turkish Carta R 4 5 2 3 3 2/3 67 -25,1 -26,8 37,1 225,9 20 9/10

Blue Carta G Liq 2/3 4 1/2 1/2 3 5 62,4 -7,4 -26,8 27,8 254,6 - 8/10

Blue Carta BR 4/5 3/4 - - 4/5 5 37,2 2,4 23,1 23,2 275,6 5 9/10

Blue Carta BN 4 2/3 - - 4/5 5 42,1 3,8 -27,9 28,1 276,9 7 7

Black Carta G 3/4 2/3 2 5 5 3 39,1 -2 -3 3,5 237,1 2 9/10

Yellow Brillance Liq 1 5 5 3 4 5 71,6 -2,7 4,2 40,9 94 - 2/3

Red Brick Liq 1 4/5 4 4 4 4/5 55,7 37,3 17,2 41,1 24,8 - 4/5

Red Fuxia Liq 2 4/5 4 1/2 2 4 63,1 24,6 -8,16 26 341,9 - 2/4

Violet Dark Liq 1/2 4/5 4 3 3 4/5 42,9 13,9 -30,2 33,1 294,5 - 4/5

Blue Victoria Liq 1 5 4 3/4 3/4 5 51,8 -10,3 -23,2 25,1 247,6 - 4/5

Green Malachite Liq 1 4/5 3/4 4 1 2 60,1 -22,9 -2,8 23 187,1 - 2/3




